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Hole Surveyed _________ _ 
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Geochemical
Lab Report

Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

REPORT I 098-0508 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client; brohm mining corp. * 
project; none listed

SUBMITTED BY! J. BARRON 
DATE PRINTED! 27-JUL-SS

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 77 0.002 OPT Fire Assay
2 Au Gold 0X. 0.002 OPT Fire Assay

3 Au

SAMPLE TYPES 

p Drill core:

Geld 0.002 OPT

NUMBER SIZE FRACTIONS NUMBER

Fire Assay

SAMPLE PREPARATIONS NUMBER

-27- -15Q- to. Prep-
Saispie Pickup

REMARKS; FINAL RESULTS ARE REPORTED.

ERRATIC RESULTS NUiLU UN 2 SAMPLES. 3 SLFARSTF"
ASSAY RESULTS ARE REPORTED FOR EACH OF THESE.

REPORT COPIES TO*. MR. JIM BARRON 
MR. JIM BARRON

INVOICE TO*. MR. JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: 098-0508 (COMPLETE) 

CLIENT: BROHM MINING CORP, 
PROJECT! NONE LISTED 

BC 
BONDAR-Cl.EGG 

[ 

NUMBER OF LOWER 
ORDER ELEMENT 

Gold 
Gold 

AIJALYSES DETECTION LIMIT EXTRACTION 

1 Au 
2 Au 

7 Au .., 

SAMPLE TYPES 

Gold 

NUMBER 

77 
2 

') 
L 

0,002 OPT 
0,002 OPT 

0,002 OPT 

fIZE FRACTIONS NUMBER 
------------------------------ ------------------------------
n n~•r1, rm·i:- i"' ') -1 c;n ii 

REMARKS: FINAL RESULTS ARE REPORTED, 

rr,:1.:i:1111 r,:,,.,,11 1s "" ,~ 11 IIN .,, ~11rw1 ~s .\ ,.,_,_ r"' J-:1'\M. It-

ASSAY RESULTS ~RE REPORTED FOR EACH OF THESE, 

Geochemical 
Lab Report 

REFERENCE INFO: NONE LISTED 

SUBMITTED BY! J, MRRON 
DATE PRINTED! 27-JUL-88 

METHOD 

Fire Assa':! 
Fire Assa':! 

Fire Ass.;<:i 

SAMPLE PREPARATIONS NUMBER 
---------------------------

--

Ass .11-Prsr;- :/+-- -
S..:~?le Pic-ku? 1 

REPORT COPIES TO! MR, JIM BARRON INVOICE TO! MR, JIH MRRON 
MR, JIM BARRON 

.______ ______ _J 

L------ -------------------- ---



Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

REPORT: 098-0508 project: none listed PAGE 1

SAMPLE ELEMENT Au Au Au SAMPLE ELEMENT Au Au Au
NUMBER UNITS OPT OPT OPT NUMBER UNITS OPT OPT OPT

B2 RS8-3S7-0-5 0,011 B2 R88-387-200-205 0,002
D2 R88-387-5-10 0,002 H2 R88-387-205-210 0,010
B2 RS8-387-10-15 0,003 D2 RS8-387-210-215 0,008
D2 RSS-3S7-15-20 <0,002 D2 R88-387-215-220 <0,002
B2 R8S-387-20-25 <0,002 B2 R88-387-220-225 <0,002

02 R88-387-25-30 0,002 02 R88-387-225-230 0.003
B2 RS8-387-30-35 0,005 02 R88-387-230-235 <0,002
B2 R88-387-35-40 0,002 02 R88-337-235-240 0,014
02 R88-387-40-45 0,002 02 R88-387-240-245 <0.002
02 R88-387-45-50 0,002 02 R88-387-245-250 <0.002

02 R88-387-50-55 0,008 02 R88-387-250-255 0.030
02 R88-387-55-60 0.002 02 R83-387-255-240 0,005
02 R88-387-40-65 0.002 02 RS8-387-240-245 <0,002
02 R88-387-45-70 0.002 02 R88-387-245-270 <0.002
02 RS8-387-70-75 0,002 02 R88-387-270-275 <0,002

02 R88-387-75-80 <0,002 02 R88-387-275-280 <0.002
02 R8S-3S7-80-85 0.003 02 R88-387-280-285 <0,002
02 R88-387-85-90 0.007 02 R88-387-285-290 <0,002
02 R88-387-90-95 <0,002 02 RS8-387-290-295 <0,002
02 R88-387-95-100 <0.002 02 RB8-387-295-300 0.008

02 R88-387-100-105 <0.002 02 R8S-387-300-205 0.007
02 R88-387-105-110 <0,002 02 R88-387-305-310 0.010
02 R8S-387-110-115 <0,002 02 R88-387-310-315 0,018
02 R88-387-115-120 <0.002 02 R88-387-315-320 0,010
02 R88-387-120-125 0,004 02 R38-3S7-320-325 0.019

02 R88-387-125-130 <0,002 02 R88-387-325-330 0,015
02 R88-387-130-135 0.008 02 R88-387-330-335 0,012
02 R88-387-135-140 0.011 02 R88-387-335-340 0,015
02 RS8-387-140-145 0.012 02 RS8-387-340-345 0,009
02 R88-387-145-150 0,017 02 R88-3S7-345-350 0.009

02 R88-387-150-155 0,060 02 R88-387-350-355 0.008
02 R88-387-155-160 0.192 0.216 0.126 -.1 7$ 02 R88-387-355-360 0,010
02 R88-3S7-140-145 0.026 02 R88-387-360-365 0,030
02 R88-387-165-170 0,011 02 R88-3S7-365-370 0.010
02 RS8-387-170-175 0,012 02 R88-387-370-375 0.010

Bondar-Clegg, Inc. BC Geochemical 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 Lab Report 
(303) 989-1404 BONDAR-ClfGG 

REPORT! 098-0508 L PROJEC!: NONE LISTED PAGE 1 

SAMPLE ELEMENT Au Au Au SAMPLE ELEMENT Au Au Au 
NUMBER UNITS OPT OF'T OPT NUtlBEP UNITS OF'T OPT OPT 

[12 RSS-397-0-5 0,011 D2 RSS-387-200-205 0,002 
D2 RSB-387-5-10 0,002 [12 RSS-387-205-210 0,010 
D2 RBB-387-10-15 0,003 D2 RSB-387-210-215 0,008 
It2 RSS-387-15-20 <0 ,002 D2 RSR-387-215-220 <0,002 
ft2 RSS-387-20-25 <0,002 D2 RSS-387-220-225 <0,002 

lt2 RBS-387-25-30 0.002 D2 RSS-387-225-230 0,003 
D2 RSB-387-30-35 0,005 D2 RSS-387-230-235 <0.002 
D2 RBS-387-35-40 <0,002 It2 RSS-387-233-240 0,016 
D2 RBS-387-40-45 0.002 D2 RBB-387-240-245 <0,002 
D2 RBB-387-45-50 0,002 It2 RSB-387-245-250 <0,002 

D2 RSS-387-50-55 0,008 D2 RSB-387-250-255 0,030 
D2 RSS-387-55-60 0;002 D2 RSS-387-235-260 0,005 
[12 RSS-387-60-65 0,002 D2 RBS-387-260-265 <0,002 
D2 RBS-387-65-70 0,002 D2 RBB-387-265-270 <0,002 
D2 RSB-387-70-75 0,002 D2 RSS-387-270-275 <0,002 

D2 RBS-387-75-80 <0,002 D2 RSS-387-275-280 <0,002 
D2 RSS-387-80-85 0,003 D2 RSS-387-280-285 <0,002 
D2 RBS-387-85-90 0,007 D2 RSS-387-285-290 <0,002 
D2 RSS-387-90-95 <0,002 D2 RSB-387-290-295 <0,002 
D2 RSS-387-95-100 <0,002 D2 RSB-387-295-300 0,008 

D2 RBS-387-100-105 <0,002 D2 RSS-387-300-305 0,007 
D2 RSB-387-105-110 <0,002 It2 RSB-387-305-310 0,010 
D2 RSB-387-110-115 <0,002 D2 RSB-387-310-315 0,018 
D2 RSS-387-115-120 <0,002 D2 RSB-387-315-320 0.010 
D2 RSB-387-120-125 0,004 D2 RBB-387-320-325 0,019 

D2 RSB-387-125-130 <0,002 D2 RSB-387-325-330 0,015 
D2 RSB-387-130-135 0,008 D2 RSS-387-330-335 0.012 
It2 RBS-387-135-140 0,011 It2 RSB-387-335-310 0,015 
D2 RBB-387-140-145 0,012 It2 RSB-387-340-345 0,009 
It2 RBB-387-145-150 0,017 D2 RBB-387-345-350 0,009 

D2 RBB-387-150-155 0,060 D2 RBB-387-350-355 0,008 
D2 RSB-387-155-160 0,192 0,216 0,126: , J 71. D2 RSB-387-355-360 0,010 
D2 RBB-387-160-165 0,026 D2 RSB-387-360-365 0,030 
D2 RSB-387-165-170 0,011 D2 RSS-387-365-370 0,010 
D2 RSB-387-170-175 0.012 [12 RBS-387-370-375 0,010 

D2 RBS-387-175-180 0,010 D2 RS8-387-375-3RO 0,130 0,01~ 0,062:::... a 7? 
D2 RSS-387-180-185 0,016 D2 RSS-387-380-385 0,029 
D2 RBS-387-185-190 0,00t, 
D2 RSS-387-190-195 0,004 
D2 RBS-387-195-200 0,019 



Bondar-Clegg. Inc.

12980 West Cedar Dr. 
Lakewood, Colorado 
U.S.A. 80228 
Phone: (303)989-1404 

‘ Telex: 45-693

) a

BONDAR- CLEGG
.

BROHM MINING CORF',. 
HR, JIM BARRON 
P.0, BOX 485 
DEADU00D* SO 
57732

Invoice : 12393. Pafle 1

Date J 27-JUL-88

Report No: 
Project l 
Re f e re nee *,

098-0508 
NONE LISTED 
NONE LISTED

2 Analyses of Gold 
2 Analy$es of Go Id 

Subtotal

Analyses of Gold 
Subtotal

Sample Preparation
77 Samples of As&ay Prep 

1. Samr- le; of Sample Pickup 
Subtotal

Miscellaneous Charges
4V. S » D . STATE SALES TAX 
27. DEADW00D CITY SALES TAX 

Subtotal

Invoice

at t 0.00 1 0,00
at t 0.00 1 0.00

$ 0,00 J o.oc

at * 6.50 ♦ 500.50

t 500.50 * 500,5C

at t 3 ,00 * 231.00
at *12 ,00 * 12.00

t 243.00 t 243.0C

% 6. 64
*
* 9,96 I 9,96

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

Bondar-Oegg, Inc. 

12980 West Cedar Dr. 
Lakewood, Colorado 
U.S.A.80228 
Phone: (303) 989-1404 
Telex: 45-@3 • 

./ 
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG

Geochemical
Lab Report

REPORT: 098-0511 ( COMPLETE ) REFERENCE INFOI NONE LISTED

client: brohm mining corp* 
project: none listed

SUBMITTED BY! J* BARRON 
DATE PRINTED: 25-JUL-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 80 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

B DRILL CORE 80 2 -150 SO Assay Prep 80
Excessive Wetness 205A
Sample Pickup 1

REMARKS: FINAL RESULTS ARE REPORTED*

REPORT COPIES TO! MR* JIM BARRON

hr* jim war
INVOICE TO: MR, JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT! 098-0511 (COMPLETE) 

BC 
OAR-Cl EGG 

C 

Geochemical 
Lab Report 

REFERENCE INFO! NONE LISTED 

CLIENT! BROHM MINING CORP, SUBMITTED BY! J, BARRON 
.._ ___ P_RO_J_EC_T_!_N_O~_lE_L_I_ST_ED ____________________ D_AT_E_P_RINTED! 25-JUL-88 _______ __, 

ORDER 

1 Au 

ELEMENT 

Gold 

SAMPLE TYPES 

D DRILL CORE 

NUMBER 

80 

REMARKS! FINAL RESULTS ARE REPORTED, 

REPORT COPIES TO! MR, JIM BARRON 

NUMBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION METHOII 

80 0,002 OPT 

SIZE FRACTIONS NUMBER 

2 -150 80 

Fire Assas 

SAMPLE PREPARATIONS NUMBEF: 

Assa:1 Prep 
E>:cessi ve Wetness 
SamPle Pickup 

INVOICE TO! MR, JIM BARRON 

80 
2056 

I 



Geochemical
Lab Report

Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228
(303) 989-1404

BONDAR-CLEGG

REPORT: 09S-0511 project: none listed PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

B2 RSS-387-385-390 0,024 D2 R8S-387-585-590 0.003
D2 R88-387-390-395 0,009 D2 R88—387-590-595 <0.002
B2 RS8-387-395-400 0,008 B2 R88-387-595-600 <0,002
D2 R88-387-400-405 0.007 D2 R88-387-600-605 0,004
D2 R88-387-405-410 0.012 B2 R88-387-605-610 <0,002

D2 R88-387-410-415 0,005 B2 R88-387-61Q-615 <0.002
B2 R88-387-415-420 0.003 B2 R88-387-615-620 <0.002
B2 R88-387-420-425 <0,002 D2 RS8-387-620-625 <0,002
D2 R88-387-425-430 <0,002 B2 R88-387-625-630 <0,002
B2 R88-387-430-435 0.005 D2 R88-387-630-635 0.003

D2 R88-387-435-440 0,003 D2 888-387-635-640 0,003
B2 R88-387-440-445 0.003 B2 R88-387-640-645 0.004
B2 R88-387-445-450 0,004 D2 R88-387-645-650 <0,002
D2 R88-387-450-455 0,003 D2 R88-3S7-650-655 <0.002
D2 R88-387-455-460 0,010 D2 R88-387-655-660 <0,002

D2 R88-387-460-465 0.006 D2 R88-387-660-665 0.003
D2 RS8-387-465-470 <0.002 B2 R88-387-665-670 <0.002
B2 R88-387-470-475 <0,002 D2 R88-387-670-675 <0.002
B2 R88-387-475-480 <0,002 B2 R8S-387-675-680 0.004
D2 R88-387-480-485 0,002 D2 R88-387-680-685 <0.002

B2 R88-387-485-490 <0.002 B2 R88-387-685-690 <0,002
B2 R88-387-490-495 0,005 B2 R88-387-690-695 <0.002
B2 R8S-387-495-500 <0.002 D2 R88-387-695-700 <0.002
B2 R88-387-500-505 0,003 B2 R88-387-700-705 <0,002
B2 R88-387-505-510 <0,002 B2 R8S-387-705-710 <0.002

B2 R88-387-510-515 <0.002 B2 R88-387-710-715 0,004
B2 R88-387-515-520 0.004 B2 R88-387-715-720 <0.002
B2 R88-387-520-525 0.003 B2 R88-387-720-725 <0.002
B2 RS8-387-525-530 0,004 B2 R88-387-725-730 <0.002
B2 R88-387-530-535 <0.002 B2 R88-387-730-735 0.005

B2 R88-387-535-540 <0.002 B2 R88-3S7-735-740 <0.002
B2 R88-387-540-545 0,002 B2 R88—387-740-745 0.006
B2 R88-387-545-550 <0,002 B2 R88-387-745-750 <0.002
B2 R88-387-550-555 <0,002 B2 R88-387-750-755 <0.002
B2 R88-387-555-560 <0.002 B2 R88-387-755-760 0.002

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

• 

REPORT! 098-0511 

SAMPLE 
NUMBER 

ELEMENT 
UNITS 

D2 RSS-387-385-390 
D2 RSS-387-390-395 
D2 RSS-387-395-400 
D2 RSS-387-400-405 
[12 RSS-387-405-410 

D2 RBS-387-410-415 
D2 RBS-387-415-420 
D2 RBB-387-420-425 
D2 RBS-387-425-430 
D2 RBB-387-430-435 

D2 RBS-387-435-440 
D2 RSS-387-440-445 
D2 RSS-387-445-450 
D2 R88-387-450-455 
D2 RSS-387-455-460 

D2 RBB-387-460-465 
D2 RSS-387-465-470 
D2 RBS-387-470-475 
D2 RBS-387-475-480 
D2 RBB-387-480-485 

D2 RSS-387-485-490 
D2 RBB-387-490-495 
D2 RSS-387-495-500 
D2 RSB-387-500-505 
D2 P.88-387-505-510 

D2 RBB-387-510-515 
D2 P.88-387-515-520 
D2 RSS-387-520-525 
D2 RSB-387-525-530 
D2 P.88-387-530-535 

D2 P.88-387-535-540 
D2 RSS-387-540-545 
D2 RSS-387-545-550 
D2 R88-387-550-SSS 
D2 RSS-387-555-560 

D2 RSB-387-560-565 
D2 RSS-387-565-570 
D2 RSS-387-570-575 
D2 RSS-387-575-580 
D2 RBB-387-580-585 

Au 
OPT 

0,024 
0,009 
0,008 
0,007 
0.012 

0,005 
0,003 

<0,002 
<0.002 
0,005 

0,003 
0,003 
0,004 
0,003 
0.010 

0,006 
<0.002 
<0,002 
<0,002 
0,002 

<0.002 
0,005 

<0,002 
0,003 

<0,002 

<0,002 
0,004 
0,003 
0,004 

<0.002 

<0,002 
0.002 

<0.002 
<0.002 
<0,002 

<0,002 
<0,002 
<0,002 

0,004 
0,003 

BC 
BO DAR·'CLEGG 

~OJECT! tiotlE LISTHI 

SAMPLE ELEMENT Au 
NUMBER UNITS OF'T 

D2 RSS-387-585-590 0,003 
D2 RSB-387-590-595 <0.002 
D2 RBS-387-595-600 <0,002 
D2 RSS-387-600-605 0,004 
D2 RBS-387-605-610 <0,002 

D2 P.88-387-610-615 <0,002 
D2 P.88-387-615-620 <0.002 
D2 P.88-387-620-625 <0,002 
D2 RSS-387-625-630 <0,002 
D2 RBB-387-630-635 0,003 

D2 P.88-387-635-640 0,003 
D2 RBB-387-640-645 0,004 
D2 RBB-387-645-650 <0,002 
D2 RSS-387-650-655 <0,002 
D2 RSS-387-655-660 <0,002 

D2 RSB-387-660-665 0,003 
D2 RBS-387-665-670 <0.002 
D2 P.88-387-670-675 <0,002 
D2 RBS-387-675-680 0,004 
D2 RBB-387-680-685 <0,002 

D2 RSB-387-685-690 <0,002 
D2 RSS-387-690-695 (0,002 
D2 P.88-387-695-700 <0.002 
D2 RSS-387-700-705 <0,002 
D2 RSB-387-705-710 <0.002 

D2 RBS-387-710-715 0,004 
[t2 RSB-387-715-720 <0.002 
D2 RBS-387-720-725 <0,002 
D2 RSS-387-725-730 <0.002 
D2 RSB-387-730-735 0,005 

D2 RSS-387-735-740 <0.002 
D2 RSB-387-740-745 0,006 
D2 RSS-387-745-750 <0,002 
D2 RSB-387-750-755 <0,002 
D2 RBS-387-755-760 0,002 ---
D2 RBB-387-760-765 0,004 
D2 RBB-387-765-770 o.oos 
D2 RSB-387-770-775 0,003 
D2 RSS-387-775-780 0,006 
D2 RBS-387-780-785 o.oos 

Geochemical 
Lab Report 

PAGE 1 
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Bondar-Clegg, Inc.

12980 West Cedar Dr. 
| Lakewood. Colorado

U.S.A. 80228 
Phone:(303)989-1404 
Telex: 45-693

BONDAR-CLEGG

BROHM MINING CORPv
Invoice I 12371. P

MR* JIM BARRON
P.0. BOX *35

Date 27-JUL-83

DEADWOODr so Report Not 098-0511
57732 R roJect

Re f ere neet
NONE LISTED 
NONE LISTED

Z

30 Analyses of Gold at 4 6.50 4 520.00
Sub total 4 520.00 4 520.00

, Samp le Preparation
80 Samples of Asssu Prep at 4 3.00 .* 240.00

2056 Samples of Excessive Wetness * 0.15 i 308.40
1 Sample of Sample Pickup at tl 2.00 t 12.00

Subtotal 4 560.40 4 560,40

Mlsee 1 laneous Chsrssev
r/. S.D. STATE SALES TAX 4 19.22
27. DEADWOOD CITY SALES TAX i 9.61

Subtotal 4 23.83 4 28.83

Invoice Total: 4 1109.23 U

il tt - s s - 7 L-sst --n< !

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

Bondar-Clex&, Inc. 

12980 West Cedar Dr. 
Lakewood, Colorado 
U.S.A. 80228 
Phone: (303) 989-1404 
Tekx: 45-693 
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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Bondar-Clegg, Inc.
12980 West Cedar Dr. 

Lakewood, Colorado 80228 

(303) 989-1404 -
f

BC
BONDAR-CLEGG

Geochemical
Lab Report

+ 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 ' • 

r 

BROHM MINING CORP , 
MR, JIM BARRON 
P,O, BOX 485 
DEADWOOD, SD 
57732 

+ 

BC 
BONDAR-CLEGG 

+ 
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Geochemical
Lab Report

Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303)989-1404'-

BC
BONDAR-CLEGG

REPORT! 098-0519 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client: brohm mining corp, 
project; none listed

SUBMITTED BY: J. BARRON 
DATE PRINTED: 22-JUL-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 34 0,002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 34 2 -150 34 Assay Prep 34
Excessive Wetness SOI
Sample Pickup 1

remarks: final results are reported,

REPORT COPIES TO: MR. JIM BARRON INVOICE to: MR. JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 • 

REPORT! 098-0519 ( COMPLETE l 

CLIENT! BROHM MINING COF:F', 
PROJECT! NONE LISTED 

ORDER 

1 Au 

ELEMENT 

Gold 

SAMPLE TYPES 

fl [!RILL CORE 

NUMBER 

34 

REMARKS! FINAL RESULTS ARE F:EPORTED, 

REPORT COPIES TO! MR, JIM BARRON 

BC 
BONDAR-CLEGG 

NUM.BER OF LOWEF: 
ANALYSES DETECTION LIMIT EXT~ACfION 

34 0,002 Of'T 

SIZE FRACTIONS NUMBER 

2 -150 34 

Geochemical 
Lab Report 

SUBMITTED BY: J, BAR~ON 
DATE r·rnmn: :?~-,.,iJL-88 

Fi re As;a!::' 

Sr"\PLE P~'El'AP4TIONS NtJ!'IBH: 

A:':ac: Pr ~ 14 
l ·:cec.s l ','E We t.r ~ ;;<; s· 1 
~or.:P1e P1,kuF 
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Geochemical
Lab Report

Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404*

BC
BONDAR-CLEGG

REPORT: 098-0519 project; none listed page i

SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 R88-387-785-790 0,004
B2 R88-387-790-795 0,003
D2 R88-387-795-800 0.008
B2 R88-387-800-805 0,005
02 RS8-387-805-810 0.007

02 R88-3B7-810-815 0,007
02 R88-387-815-820 0.010
02 R88-387-820-825 0.009
02 R88-387-825-S30 0,013
02 R88-387-830-835 0,007

02 R88-387-835-840 0.004
02 R88-387-840-845 0.003
02 R88-387-845-850 0.003
02 R88-387-850-855 0.003
02 R8S-387-855-840 0.005

02 R88-387-840-845 0.004
02 R88-387-845-870 0.003
02 R88-387-870-875 0.002
02 R88-387-875-880 0,002
02 R88-387-880-885 0,005

02 R88-387-885-890 <0,002
02 R88-387-890-895 0.008
02 R88-387-895-900 0,004
02 R88-387-900-905 0,003
02 R88-387-905-910 0.002

02 RB8-387-910-915 0.005
02 R88-387-915-920 0.003
02 R88-387-920-925 0,004
02 R88-387-925-930 0.003
02 R88-387-930-935 0,009

02 R88-387-935-940 0.004
02 R88-387-940-945 0.004
02 R8S-387-945-950 0,008
02 R88-387-950-955 0.017

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1 . 

REPORT: 098-0519 

SAMPLE ELEMENT 
NUMBER UNITS 

D2 RBS-387-785-790 
D2 RBS-387-790-795 
D2 RSS-387-795-800 
D2 RSS-387-800-805 
D2 RSS-387-805-810 

D2 RSS-387-810-815 
D2 RSS-387-815-820 
D2 RSS-387-820-825 
D2 RSS-387-825-830 
D2 RBB-387-830-835 

D2 RBS-387-835-840 
D2 RBS-387-840-845 
D2 RSS-387-845-850 
D2 RSS-387-850-855 
D2 RBS-387-855-860 

D2 RSB-387-8~,0-865 
D2 RSS-387-865-870 
D2 RSS-387-870-875 
D2 R88-387-875-880 
D2 RSB-387-880-885 

D2 P.88-387-885-890 
D2 RBB-387-890-895 
D2 RSB-387-895-900 
D2 RBB-387-900-905 
D2 RBB-387-905-910 

D2 RBB-387-910-915 
D2 RBB-387-915-920 
D2 RSS-387-920-925 
D2 RSB-387-925-930 
D2 RSS-387-930-935 

D2 P.88-387-935-940 
D2 RSS-387-940-945 
D2 RSB-387-945-950 
D2 RSB-387-950-955 

Au 
OPT 

0,004 
0,003 
0,008 
0,005 
0,007 

0,007 
0,010 
0,009 
(l,013 
0.007 

0,004 
O, COJ 
0,003 
0.003 
'l,005 

0,004 
c.cn 
:J ,CO-:' 
0,002 
0,005 

-:0.002 
0,008 
C,C04 
0,003 
O,OOi 

0.005 
0,003 
0,004 
0,002, 
0,009 

0,004 
0,006 
o.oos 
0.01 ,? 

BC 
BONDAR-CI.E.GG 

PROJECT! NONE LISTED 
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-- Bondar-Clegg, Inc.

12980 West Cedar Dr. 
Lakewood, Colorado 
U.S.A. 80228 
Phone: (30315189-1404 
Telex: 45-69}

BROHM MIMING CORF'. 
MR. JIM BARRON 
P.0, BOX 4 85 
DEADUOOD» SB
57732

Invoice t 12 3 6 71 F’ a si e 1.

Bate 5 27-JUL-88

Report Not 
F’ r o jee t 
Reference.

098-0519 
NONE LISTED 
NONE LISTED

Analyse* of Gold at $ 6.50 * 221.00
Subtotal 1 221.00 * 221.00

Sample Preps r at 1 on
34 Samples of Assay F'rep t 3.00 * 102.00

801 Semples of Excessive Wetness at * 0.15 * 120.15
1 Sample of Sample Pickup at *1 2,00 * 12,00

* 234.15 t 234 , .15

Miseel 1 aneotis Charges
■r/. S, D, STATE SALE'S TAX * 9.01
2% DEADW00D CITY SALES TAX t 4 ♦ 00

8u b t o t a 1 * 12.01 ? 12.01

Invoice Tota 1: i 467.16

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

___

- Bondllr-Clegg, Inc. 

12980 West Cedar Dr. 
Lakewood, Colorado 

; U.S.A. 80228 
Phone: (303)989-1404 
T,elcx: 45-693 

1 

BONDAR-CLEGG 

F 

l I 
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1 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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Geochemical
Lab Report

Bondar-Otgg, Inc.
12980 West Cedar Dr.

Lakewood; Colorado 80228

003) 989-1404
BC
BONDAR-CLEGG

REPORT! 098-0526 ( COMPLETE ) REFERENCE INF0J NONE LISTED

client: brohm mining corp, 
project: none listed

SUBMITTED BY: J. BARRON 
DATE PRINTED; 28-JUL-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 82 0,002 OPT Fire Asssa

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE QO
U'i. 2 -150 82 Assay Pres- 82

Excessive Wetness 1722
Seisple Pickup 2

remarks: final results are reported.

REPORT COPIES TO! MR. JIM BARRON INVOICE TO: MR, JIM BARRON
MR, JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood; Colorado 80228 
~03) 989-1404 

REPORT! 09S-052t ( COMPLETE 

CLIENT! BROHM MINING CORF', 
F'P.OJECT! NONE LISTED 

ORDER ELEMENT 

1 Au 

SAMPLE TYPES 

D DP.ILL CORE 

Gold 

NUMBEF: 

P.EMAF:rs: FINAL RESULTS (1P.E F:EPOP.TED. 

REPORT COPIES TO! MR. JIM FtJ;RON 

BC 
BONDAR-a.EGG 

[ 

NUMBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION 

O'l u~ 0.002 on 

SIZE FRACTIONS NU:iBEF: 

2 -150 

Geochemical 
Lab Report 

REfERENCE INFO! NONE LISTED 

SUBMITTED P.Y! J, f:r;Fc:011 
DATE PEINTED! 2S-JUL-P.S 

METHOD 

---------~ 
SA!'!F'LE :'REf'?~A TIONS NUMBER 

As£B!:I PreF­
L;cessi ve Wetness 
SemPle Pickup 

82 
1722 

2 -- -~ -------""' 

INVOICE TO! MR, JI~ PtP.RON 



Geochemical
Lab Report

Bondar-Ctegg, Inc.
12980 West Cedar Dr.

Lakewooeh Colorado 80228

(303) 989-1404

BONDAR-CLEGG

REPORT) 09S-052& project: none listed PABE 1

SAMPLE element Au SAMPLE ELEMENT Au
number UNITS OPT NUMBER UNITS OPT

B2 R88-387-955-960 0.006 D2 888-387-1155-1160 0.009
D2 R88-387-960-965 0.004 D2 R88-387-1160-1165 0.014
D2 R8S-387-965-970 0.002 B2 R88-387-1165-1170 0.027
D2 R8B-387-970-975 0.008 D2 R8S-387-1170-1175 0.019
D2 R88-387-975-980 0.010 D2 R88-387-1175-1180 0.013

D2 R88-387-980-985 0.008 D2 R88-387-11S0-11S5 0,018
D2 R88-387-985—990 <0.002 D2 RSS-3S7-1185-1190 0.013
D2 R88-387-990-995 0,009 D2 R88-337-1190-1195 0.010
D2 RS8-387-995-1000 <0,002 D2 R88-387-1195-1200 0,010
B2 R88-387-1000-1005 0,011 B2 R88-387-1200-1205 0.007

D2 R88-387-1005-1010 0,027 D2 R88-387-1205-1210 0,006
D2 R88-387-1010-1015 0,036 D2 R88-3B7-1210-1215 0.019
B2 R88-387-1015-1020 0,023 D2 RSS-387-1215-1220 0,013
B2 R88-387-1020-1025 0.038 B2 R88-387-1220-1225 0.013
B2 R88-387-1025-1030 0.134 B2 R88-387-1225-1230 0,020

B2 R88-387-1030-1035 0,035 B2 R88-387-1230-1235 0.014
B2 RS8-3S7-1035-1040 0,020 B2 R88-387-1235-1240 0.011
B2 R8S-387-1040-1045 0,011 B2 R88-387-1240-1245 0.011
B2 RS8-387-1045-1050 <0,002 B2 R88-387-1245-1250 0.003
B2 R88-387-1050-1055 0,012 B2 RSS-387-1280-1255 0.003

B2 RS8-387-I055-1060 0.005 B2 R88-387-1255-1260 <0.002
B2 R88-387-1060-1065 0,006 B2 R88-387-1260-1265 0,057
B2 R88-387-1065-1070 0,002 B2 RS8-387-1265-1270 0.018
B2 R88-387-1070-1075 0.005 B2 R88—387-1270-1275 <0,002
B2 R8S-387-1075-1080 0,006 B2 RS8-387-1275-1280 0.005

B2 R88-387-1080- 035 0,007 B2 RSS—387-1280-1285 0.007
B2 R88-387-1085-1090 0,007 B2 R88-387-1285-1290 0.011
B2 R8S-387-1090-1095 0,016 B2 R38-387-1290-1295 0,006
B2 R88-387-1095-1100 0.011 B2 R88-387-1295-1300 0.012
B2 R88-3B7-1100-1105 0.010 D2 R88-387-1300-1305 0,008

B2 R88-387-1105-1110 0.021 B2 R88-387-1305-1310 0,018
B2 R88-387-1110-1115 0.114 B2 R88-387-1310-1315 0.003
B2 RSS-387-1115-1120 0,016 B2 RSS-3S7-1315-1320 0.008
B2 RS8-387-1120-1125 0.020 B2 R88-387-1320-1325 0.008
B2 R88-3S7-1125-1130 0,035 B2 RS8-387-1325-1330 0.015

B2 RS8-387-1130-1135 0.016 B2 R8S-387-1330-1335 0.012
B2 R38-3S7-1135-1140 0.006 B2 RS8-387-1335-1340 0.009
B2 R88-387-1140-1145 0.012 B2 R88-387-1340-1345 0,007
B2 RS8-387-1145-1150 0,027 B2 R88-387-1345-1350 0,014
B2 R88-387-1150-1155 0,048 B2 R88-387—1350-1355 0.006

Bondar-Cltgg, Inc. 
11980 West Cedar Dr. 
Lakew , Colorado 80228 
(,303) 989-1404 

REPDRT: 098-0526 

SAMPLE ELEMENT 
~IL!MBER UNITS 

ri·i F:88-387-955-9t0 ,1.1,.;. 

D2 RSS-387-960-965 
D2 RSS-387-965-970 
D2 RSS-387-970-975 
D2 RSS-387-975-980 

D2 RSS-387-980-985 
D2 F:88-387-985-990 
D2 RSS-387-990-995 
f''l '4 F:88-337-995-1000 
D2 RSS-387-1000-1005 

ft"> , .. RSS-387-1005-1010 
D2 P.88-387-1010-1015 
f!2 RSS-387-1015-1020 
D2 RSS-387-1020-1025 
D2 RBS-327-1025-1030 

D2 RSS-387-103,0-1035 
r,') RSB-387-1035-1040 ,L•~ 

D2 R88-387-1040-1045 
D2 F:88-387-1045-1050 
D2 RSS-387-1050-1055 

D2 RSS-387-1055-1060 
I?2 RSB-387-1060-1065 
r,') R89-387-1065-1070 ··~ 
Tl'l F:88-387-1fi70-1075 ··-
D2 RSS-387-1075-1080 

fl'l RSS-387-1080-1085 ..... 
D2 RSS-32"-1085-1090 
D2 R88-387-1090-1095 
D2 F:88-387-1095-1100 
r,2 RSS-387-1100-1105 

D2 F:88-387-1105-1110 
D2 RSS-387-1110-1115 
D2 f:38-3S7-1115-1120 
D2 RSS-387-1120-1125 
D2 P.SS-387-1125-1130 

D2 RSB-387-1130-1135 
n2 RSS-387-1135-1140 
D2 RBS-387-1140-1145 
D2 R38-387-1143-1150 
D2 RSB-387-1150-1155 

Au 
OFT 

0,006 
o.oo~ 
0,002 
o.oos 
0,010 

0,008 
<0,002 
0,009 

<C.002 
0.011 

1Jt027 
0,036 
0,023 
0,038 
0,134 

0,035 
0.020 
0,011 

<0.002 
O,Oi2 

0,005 
0.006 
0,002 
0,005 
o.oot. 

0,007 
0•007 
O,Olt 
0,011 
0,010 

0,021 
0,114 
0,016 
0,020 
0,035 

0,016 
0,006 
0.012 
0,027 
0,043 

BC 
BONDAR-CLEGG 

PRO.IECT: IWllE 

SAl'IF'LE ElE:-IENT 
Nllllf.ER m:rTS 

D2 RSS-387-1155-1160 
D2 RSS-387-1160-1165 
D2 RSS-387-1165-1170 
D2 RSS-387-1170-1175 
D2 RSS-387-1175-1180 

fl') RSS-387-1180-1185 .... 
f''l -~ RSS-387-1185-1190 
D2 RSS-337-1190-1195 
Tl'l RSS-387-1195-1200 l.'..:.. 

D2 RS?-387-1200-1205 

rr, PSS-387-1205-1210 .i.'4 

D2 R88-3R7-1210-1215 
D2 RSS-387-1215-1220 
D2 RSS-~87-1220-1225 
!P <L ~SB-387-1225-1230 

D2 R?S-327-1230-123~ 
r.2 P.SS-387-1235-1240 
n'l ReS-387-12~0-1215 <'L 

fl2 RBS-387-1245-1250 
D2 RB8-3?7-12J0-1255 

-----
D2 R88-387-1255-126C 
D2 R2S-3S7-1260-12t5 
D2 F:88-387-1265-1270 
['1 IL F:88-387-1270-1:75 
D2 R88-3£7-1275-128C 

fl'l 
.1.•.L. RBS-3E-7-1:!80-12B5 
fl2 £88-387-1285-1290 
fl'l 
.1.'L R88-387-12~0-129J 
fl2 RSS-387-1295-1300 
D2 F:88-327-1300-1305 

Tl'l 
1.'.i.. £88-387-1305-1310 
D2 RSS-327-1310-1315 
D2 P.88-387-1315-1320 
D2 RSS-387-1320-1325 
D2 RSS-387-1325-1330 

fl'l RSS-387-1330-1~35 1.•.,;,. 

D2 RSS-387-1335-1340 
D2 R88-387-13~0-13~5 
[12 RSS-387-1345-1350 
T1'1 
~, .. RSS-387-13~0-1355 

LISTHI 

Au 
OF'T 

0,009 
0,014 
0,027 
0,019 
0,013 

0,018 
0,013 
0,010 
0,010 
0,007 

0,006 
0,019 
0,013 
0,013 
0.020 

0,014 
0,011 
0,011 
0,003 
0,003 

<0,002 
0,057 
0,018 

<0.002 
0,005 

0,007 
0,011 
0.006 
0,012 
0,008 

0,01S 
0,003 
0,008 
0,008 
0,015 

0,012 
0,009 
0,007 
0,014 
0,006 

Geochemical 
Lab Report 

PAGE l 
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Geochemical
Lab Report

Bondar-Clegg, Inc.
1C980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG

Bondar-Clegg, Inc. 
"980 West Cedar Dr. 

Lakew , Colorado 80228 
3) 989-1404 

REPORT! 098-052t 

SAMPLE 
NUMBER 

ELEMENT 
UNITS 

Au 
OPT 

D2 RSS-387-1355-1360 0,022 
D2 R88-387-1360-13t,5 0,016 

BC 
BONDAR-CLEGG 

SAMPLE 
NUMBER 

c::::;oJECT: NONE LISTErl 

ELEMENT 
UNITS 

Au 
OPT 

L.._ ____________________________ - -- - -

Geochemical 
Lab Report 

PAGE 2 



Bondgr-Otgg. Inc.

* 12980 West Cedar Dr. 
Lakewocxi. Colorado 
U.S.A. 80228
Phone:(303)989-1404 
Telex: 45-693

BROHM MINING CORF*
Invoice » 12418r P

MR * JIM BARRON
P*0, BOX A85

Bate 29-JUL-08

OEADWdODf SB Report Not 098-0526

ProJe c1 l NONE LISTED
Re fe rencet NONE LISTED

82 Analyses of Gold ' at f 6 . 50 * 533.00
Subtotal 1 533,00 t 533.00

Setup' 1 e Preparation
82 Sampies of Assay Prep at * 3.00 $ 246.00

1722 Sam r 1 e s o f. Excessive W at t ft e * s at % 0*15 t 258.30
2 So«tPles of Sample Pickup • at *1 2.00 * 2 4.00

■ Subtotal t 528.30 % 528.30

Miscellaneous Charges
4% S.0 STATE SALES TAX * 17.85

2% DEADWQOD CITV SALES TAX t 8.93
Subtotal i 26.78 * 26.78

Invoice Tot el t * 1088.08

Vrc,f-. 1 ■ 9 - PC,': j

THIS IS A PROFESSIONAL SERVICE 
_____  ______ ACCOUNTS DUE WHEN RENDERED

Bondfr-Cq&. Inc. 

• 12980 West Cedar Dr. 
Lakewood. Colorado 
U.S.A. 80228 
Phone: (303)989-1404 
Telex: 45-693 
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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